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國巨股份有限公司

YAGEO CORPORATION (YAGEO/ PHYCOMP/ COMPOSTAR BRAND)

231-45 台北縣新店市寶橋路233-1號3樓

RC/YC/TC/SR/RV/AR/TR/ATV/RE/AF/RT/RJ/RL/PT/PR/PF/PH/RH SERIES

CHIP RESISTORS

樣品型號(Style/Item No.)

收件日期(Sample Receiving Date) 2009/12/11

樣品名稱(Sample Description)

3F, 233-1, BAOQIAO RD., XINDIEN, TAIPEI COUNTY 23145, TAIWAN

*KA/2009/C0915*

測試期間(Testing Period) 2009/12/11 TO 2010/1/5

測試報告

Test Report
號碼(No.) : KA/2009/C0915 日期(Date) : 2010/1/5 頁數(Page) : 1 of 4

以下測試樣品係由客戶送樣, 且由客戶聲稱並經客戶確認如下 (The following samples was/were submitted and

identified by/on behalf of the client as)：

測試結果(Test Results) 請見下一頁 (Please refer to next pages).
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測試部位(PART NAME) NO.1 :

結果

(Result)

NO.1

參考BS EN 14582:2007, 以離子層析

儀分析. / With reference to BS

EN 14582:2007. Analysis was

performed by IC.

50 n.d.

參考BS EN 14582:2007, 以離子層析

儀分析. / With reference to BS

EN 14582:2007. Analysis was

performed by IC.

50 n.d.

參考BS EN 14582:2007, 以離子層析

儀分析. / With reference to BS

EN 14582:2007. Analysis was

performed by IC.

50 n.d.

參考BS EN 14582:2007, 以離子層析

儀分析. / With reference to BS

EN 14582:2007. Analysis was

performed by IC.

50 n.d.

mg/kg

mg/kg鹵素 (氯) / Halogen-Chlorine (Cl)

(CAS No.: 022537-15-1)

鹵素 (溴) / Halogen-Bromine (Br)

(CAS No.: 010097-32-2)

4. 樣品的測試是基於申請人要求混合測試，報告中的混合測試結果不代表其中個別單一材質的含量.

(The samples was/were analyzed on behalf of the applicant as mixing sample in one testing.

The above results was/were only given as the informality value.)

2. n.d. = Not Detected (未檢出)

3. MDL = Method Detection Limit (方法偵測極限值)

test report number KA/200X/XXXXX.

1. mg/kg = ppm；0.1wt% = 1000ppm

備註(Note)：

測試方法

(Method)

測試結果(Test Results)

3F, 233-1, BAOQIAO RD., XINDIEN, TAIPEI COUNTY 23145, TAIWAN

測試項目

(Test Items)

方法偵測

極限值

(MDL)

鹵素 (碘) / Halogen-Iodine (I)

(CAS No.: 014362-44-8)

銀色/黑色/白色 CHIP RESISTORS (SILVER/BLACK/WHITE CHIP RESISTORS)

mg/kg

測試報告

Test Report
號碼(No.) : KA/2009/C0915 日期(Date) : 2010/1/5 頁數(Page) : 2 of 4

國巨股份有限公司 *KA/2009/C0915*

mg/kg

YAGEO CORPORATION (YAGEO/ PHYCOMP/ COMPOSTAR BRAND)

231-45 台北縣新店市寶橋路233-1號3樓

10. 此份報告替代之前之報告 (號碼 KA/200X/XXXXX).

This report supersedes all pervious documents bearing the

鹵素 / Halogen

鹵素 (氟) / Halogen-Fluorine (F)

(CAS No.: 014762-94-8)

單位

(Unit)
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YAGEO CORPORATION (YAGEO/ PHYCOMP/ COMPOSTAR BRAND)

231-45 台北縣新店市寶橋路233-1號3樓
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國巨股份有限公司 *KA/2009/C0915*

3F, 233-1, BAOQIAO RD., XINDIEN, TAIPEI COUNTY 23145, TAIWAN

鹵素分析流程圖 / Analytical flow chart of halogen content

1) 測試人員：李宏明/ Name of the person who made measurement: Hungming Li

2) 測試負責人：張伯睿/ Name of the person in charge of measurement: Ray Chang

樣品拍照及報告編號 /

Sample picture and report number

樣品前處理/分樣 /

Sample pretreatment/separation

秤重及將樣品放入樣品槽中 /

Weighting and putting sample in cell

氧氣燃燒彈/吸收

Oxygen Bomb Combustion / Absorption

離子層析儀分析 /

Analysis was performed by IC

稀釋至固定體積 /

Dilution to fixed volume
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** 報告結尾(End of Report) **

*KA/2009/C0915*
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